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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404 4

BROHM MINING CORP,

MR, JIM BARRON
P.0. BOX 485
DEADKOCD, SD
977382




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80225 s Lab Report

B BONDAR-CLEGG
REPORT: 098-1102 ( COMPLETE ! REFERENCE INFO: NONE LISTED
CLIENT: BRCHM MINING CORP, SUBMITTED RY: J. BARRON
PROJECT: NONE LISTED DATE PRINTEDR: 18-0CT-88
NUMBER OF LOKER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION KETHOD
1 Au Gold 40 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMRER SAKPLE PREPARATIONS NUMBER
0 DRILL CORE &0 2 -150 50 Assay Frer 40
Excessive Wetness 1119
Sasrle Pickur 1
REMARKSS FINAL RESULTS ARE REPORTED.
REPORT COPIES TO: MR. JIM RARRON INVOICE TO: MR. JI¥ BARRON

R RARRON




Bomdar-Clegy, luc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 -

REPORT: 098-1102 PROJECT: NONE LISTED PAGE 1

SANPLE ELEMENT Ay SANPLE ELEMENT Au

NUMBER UNITS  OPT NUMBER UNITS  OPT

D2 R88-451-0-5 0,014 D2 R88-451-200-205 0,030

D2 RE8-451-5-10 0,002 D2 RE8-451-205-210 0,010

D2 R88-451-10-15 €0.,002 D2 RE8-451-210-215 0.007

D2 RE8-451-15-20 0.004 D2 RE88-451-215-220 €0,002

D2 R88-451-20-25 0,005 D2 R88-451-220-225 0,002

D2 R88-451-25-30 0,006 D2 R88-451-225-230 €0,002

D2 RE8-451-30-35 0,007 D2 R88-451-230-235 0,002

D2 R8E-451-35-40 0.007 D2 RBS-451-235-240 €0,002

[2 R88-451-40-45 0,008 D2 R88-451-240-245 €0,002

D2 RBB-451-45-50 0,008 D2 RE8-451-245-250 0,002

D2 R88-451-50-55 0,009 D2 R88-451-250-255 <0.,002

D2 R88-451-55-40 0,009 D2 RE8-451-255-260 €0,002

D2 R88-451-60-45 0,007 D2 R88-451-260-245 €0,002

D2 R88-451-65-70 0,011 D2 R88-451-265-270 <0,002

D2 R88-451-70-75 0.014 D2 RB8-451-270-275 0,002

D2 R8B-451-75-80 0,025 D2 RE8-451-275-280 €0,002

D2 R88-451-80-85 0.012 D2 R88-451-280-285 0,002

02 R88-451-85-90 <0,002 02 RB8-451-285-290 0,003

D2 RB8-451-90-95 €0.002 D2 RBB-451-290-295 0,003

I2 RB8-451-95-100 0,003 02 RE8-451-295-300 0,005

12 R88-451-100-105 0,004

D2 RBB8-451-105-110 <0,002

D2 R88-451-110-115 40,002

D2 RE8-451-115-120 0,003

D2 RB8-451-120-125 0,010

D2 RE8-451-125-130 0.004

D2 R88-451-130-135 0,002

D2 R88-451-135-140 <0,002

D2 REB-451-140-145 0,002

D2 RBS-451-145-150 <0002

D2 R88-451-150-155 €0,002 s ‘

D2 R88-451-155-160 0,002 , .

D2 R88-451-160-165 €0,002 E4OHW WIMiviC CO

D2 R88-451-165-170 0,003 e ey 1

D2 RES-451-170-175 0.018 ™ |

T “[“i_ % m - ﬁ B

D2 R8B-451-175-180 0.004 131

D2 R88-451-180-18S €0,002 ‘ ~emg—— | 1 1

D2 R88-451-185-190 0,003 N c N ;k\ ;'. U

D2 R88-451-190-195 0,005 2 M e J

02 RBE-451-195-200 0,002
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BROHM MINING CO.




BROHM MINING CORF.,

MR. JIM BARRON Date
F.0., BOX 485

READWOOD, SD Rerort No!
87732 Frodect

Feference

Invoice

H 13041+ Pedge 1

¢+ 25~-0CT7-88

098-1102

¢ NONE LISTED
{ NONE LISTED

60 Aneluwses of Gold gt ¢ 6.50
Subtotsal

Samrle Preraration

60 Samrles of Assauw Frer at ¢ 3.00

11192 Samrles of Excessive Wetness at ¢ 0.15

1 Samrle of Saemrle Pickur at $12.00
Subtotel

Miscellaneous Cherdes
4% S.D. STATE SALES TAX
2% DREADWOQDR CITY ESALES TaX
Subtotal

Invoice Total!

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

W e o

i W

390.00
I90.00

180,00
167 .85
12.00

359.85

11.¢9
6.00
17.99

$ 3%90.00



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894408 .

Lab Report

BROHM MINING CORP,

MR. JIN BARRON
P,0, BOX 485
DEADWOOD, SD
32




Bondar-Clegg, Inc. Geochemical
| 12980 West Cedar Dr.
" Lakewood, Colorado 80228 i Lab Report
. BONDAR-CLEGG

REPORT: 098-1101 ( COMPLETE ) REFERENCE INFD: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTEDR DATE PRINTED: 24-0CT-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 A Gold 50 0,002 OFT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMRER
D DRILL CORE 80 2 ~150 40 Assay Prep 60
Excessive Wetness 1220

Sanrle Pickur

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIN BARRON INVOICE TO: MR. JIN BARRON

Rt RARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

-y - T BONDAR-CLEGG
REPORT: 098-1101 PROJECT: NOME LISTED PAGE
SAMPLE ELEMENT Au SANPLE ELEMENT hy
NUMBER UNITS  OFT NUMBER UNITS  OPT
D2 RB8-1451-300-305 0,005 D2 R88-431-500-505 0,022
D2 RB8-451-305-310 0,011 12 RE8-451-505-510 0.111
D2 R88-431-310-315 0,012 b2 RE8-451-510-513 0,021
02 REE-451-315-320 0.027 D2 R88-451-515-520 0.009
D2 R88-451-320-125 0,043 D2 R88-451-520-525 0,008
12 RB8-451-325-330 0,021 12 RE8-451-525-530 0,004
D2 R88-451-330-335 0,014 D2 RE8-451-530-515 0,002
D2 RE8-451-315-340 0.018 D2 REE-451-535-540 0,016
D2 RE8-451-340-345 0,033 D2 R88-451-540-545 0,005
D2 R88-451-345-350 0.014 12 R8S-451-545-550 0,004
D02 R88-451-350-155 0,012 D2 R88-451-550-555 0.012
D2 R88-451-355-340 0,007 D2 R88-451-555-560 0,009
D2 RE8-451-350-345 0,005 02 R88-451-560-545 0,004
D2 RE8-451-345-370 0,002 D2 RSE-451-545-570 0.003
12 REE-451-370-375 €0.002 D2 R88-451-570-575 0,006
02 RES-451-375-380 0,010 D2 ReS-451-575-580 40,002
D2 RE8-451-380-385 0,002 P2 RE8-451-580-585 0,003
D2 RBS-451-385-390 0,005 D2 R8E-451-585-590 9.010
D2 R88-451-390-395 0,004 D2 RE8-451-590-595 0,032
D2 RES-451-395-400 €0.002 D2 REE-451-595-600 0,007
D2 RE8-451-400-405 20,002
D2 R88-451-405-410 0,006
D2 R88-451-410-415 0,002
D2 RE8-451-415-420 0,006
D2 R88-451-420-425 0,004
D2 R88-451-425-430 0,003
02 RE8-451-430-415 0.003
D2 R88-451-435-440 (0,002
D2 RB8-451-440-445 0.007
D2 REE-451-445-45¢ €0.002 =
D2 R88-451-450-455 <0.002
D2 RES-451-455-460 0,003 $
D2 R88-451-440-445 €0,002 ' o
D2 RB8-451-445-470 0,007 8501 | J
D2 RE8-451-470-475 0,007
02 R88-451-475-480 0,01 | 09 O " RA O
D2 R88-451-480-485 0,013 o PRRRRERENE SYSERS
D2 R88-451-485-490 0,034 E—
D2 RE8-451-490-495 0,027

D2 R88-451-495-50¢ ¢.021




D E@EHWET
'Lﬂﬂsnges _J

BROHM MINING CO.




Bondar-Clegg, Inc.

‘ 12980 West Cedar Dr.
Lakewood, Colorado 80228

. . (303) 989-1404

o
Invoice : 13117» Fede 1
EROHM MINING CQORP.
MR. JIM RARRON llate s 26-0CT-88
F.0. ROX 485
DEARWOODR, Sh Rerort No! 098-1101
57732 Frodect + NONE LISTED
Reference: NONE LISTED
40 Anelvses of Gold st ¢ 6.50 ¢ 3%90.00
Subtotal $# 3I90.00 $ 390.00
Sample Freraration
60 Samrles of Assayw Frep at ¢ 3.00 % 180.00
1220 Samrles of Excessive Wetness at ¢ 0.15 ¢ 183.00
1 Samprle of Samrle Pickur at $12.00 ¢ 12.00
Subtotsal ¢ 375.00 $ 375.00
Miccellaneoue Cherdes
4% S.I. STATE SALES TAX $ 12.460
2% DEADWOOD CITY SALES TaX $ é6.30
Subtotal $ 18,920 $ 18.90
Invoice Totael? ] 783.90 U.S,

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

SROHM MINING CORP.
HR. JIN RARRON
P.0, BOX 485
[EADRDOD SD

57712
97732

r-




Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228 o
(303) 9891404

BE

REPORT: 098-1106 ( COMPLETE )

REFERENCE INFO! NONE LISTER

CLIENT! BROHM MINING CORF,
PROJECT: NONE LISTED

SUBMITTED BRY! J. RARRON
DATE PRINTED: 20-0CT-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 52 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 92 2 ~150 952 Assay Prep 32

Excessive Wetness 1215
Samrle Pickur 1

REMARKS: FINAL RESULTS ARE REPORTED,

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO! MR. JIM BARRON

HR:JTN BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. .
Lakewood, Colorado 80228 ’ Ec Lab Report
(303) 989-1404
. BONDAR-CLEGG

REPORTS 098-1106 PROJECT: NONE LISTED PAGE 1

SAMPLE ELENENT Ay SANPLE ELEMENT  Au

NUMBER UNITS  OFT NUMEER UNITS  OPT

D2 Re8-451-600-605 0,004 D2 Re8-451-800-805 0,008

D2 REE-451-605-610 0,015 12 REB-451-B0S-810 0,018

12 R88-451-610-615 0,010 D2 RE8-451-810-815 0,028

02 RE8-451-615-620 0,012 D2 RE8-451-815-820 0,012

02 RBE-451-620-425 0,012 N2 RE8-451-820-825 0,027

D2 RBE-451-625-630 0,002 D2 Re8-451-825-830 0,014

D2 RE8-451-630-435 0,019 D2 RE8-451-830-835 0,023

D2 REB-451-635-640 0,012 12 REE-451-835-840 0,002

12 RE8-451-640-445 0,020 D2 RES-451-840-845 0,009

D2 RB8-451-645-450 0,025 D2 REB-451-845-850 0,004

D2 RE8-451-650-655 0,023 12 REE-A51-850-855 0,004

12 RES-451-655-660 0,006 12 Re8-451-855-840 0,005

D2 R88-451-440-665 0,005

D2 RBB-451-465-670 0,005

02 R88-451-670-675 0,007

12 R8B-451-675-680 0,012

D2 RES-451-480-485 €0,002

D2 R88-451-685-490 0,005

D2 RBS-451-690-495 0,019

D2 R88-451-695-700 0,006

N2 ROE-451-700-705 0,002

N2 REE-451-705-710 0,011

D2 R8B-451-710-715 0,005

D2 REE-451-715-720 0,006

D2 RE8-451-720-725 0,003

7 RE8-451-725-730 0,006

12 RB8-451-730-735 0,004

D2 RE8-451-735-740 <0,002

02 RE8-451-740-745 0,002

D2 RES-451-745-750 40,002

D2 R88-451-750-755 €0,002 | - A ,

02 ROS-451-755-760 €0,002 { SEOHW Winme Co

02 R88-451-760-765 €0,002 r -

D2 R88-451-765-770 <0,002 Il , Iom)

D2 R88-451-770-775 <0,002 H | 0cL o ! loss "1nl

2 AN | B

12 RER-451-775-780 {0,002 s o1 ]

D2 £88-451-780-785 0,007 ;‘ [) ,, £ (i ennrEll

02 RG8-451-785-790 <0,002 L ) |L;‘1

D2 R88-451-790-795 <0,002 st e

12 RES-451-795-800 0,018




ST
et ||}

| OCT 3 1988
L

BROHM MINING CO.




Bondar-Clegg, Inc.

BC =2
. - Lakewood, Colorado 80228
»_ (303) 9891404
BONDAR-CLEGG .
Invoice : 13028 Fage 1
RROHM MINING CORF.
MR, JIM BARRON hate } 25-0CT-88
F.0. ROX 485
DEADWOONR, SD Rerort Not! 098-110&
$7732 Frodect ¢ NONE LISTEDR
Reference! NONE LISTED
82 Aneluses of Gold at ¢ 6.50 ¢ 338,00
Subtotal $ 338.00 $ 338.00
Semrle Freraretion
S92 Samrles of Assaw Frer at ¢ 3.00 ¢ 156.00
1215 Semrles of Excessive Wetness at ¢ 0.15 ¢ 182.295
1 Samrle of Samrle FPickur at $12.00 ¢ 12.00
Subtotsal $ 350.25 ¢ 350,25
Miscellanecus Chardes
4% S.0. STATE SALES TAX $ 11.93
2% DREADWOOD CITY SALES TAX ¢ 5.96
Subtotal $ 17.89 $ 17.89

Invoice Total?

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

$ 706.14 U.8,



"TITLE 18-10~ g& ®7 52:56 098-1102 J. BARRO
"CLIENT BROWM MINING CORP.
"PROJECT NONE LISTED #SAMPLES:: 6@ REFE

"SPECIAL VALUES"
" IS Insufficient Sample"

" ~9 No VYalue Recorded"

" Values above the upper limit are
" Values below the lower limit are
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SaM LOLMT UPLIMT
" 01 Au FA OPT 60 2.002 99.993
"SAMPLE PREPS"

" 49 SAMPLE TYPE=D
41 P17= 60

" 42 P64=1119

shown as
shown as

DRILL CORE
Assay Prep
Excessive Wetness

" 43 P23= 1 Sample Pickup
"REMARKS"

" 50 FINAL RESULTS ARE REPORTED.

W Ye o & 1

"FORMAT (A8,1X,A1l,AL,1X,A208,1(1X,A7,A1))"
"BEGIN " "Type" "Frac" "Sample ID" "
"110620001" “D" “2" "R88-451-0-5 "
"11020002" "D" "2'" "R88-451-5-10 "
"1l.e20003" "D" "2" "R88-451-10-15 "
"11020006" "D "2" "R88-451-15-20 "
"11e20007" D" "2" "R88~451-20-25 "
"11e206008" "D" "2" "RBB8-451-25-30 "
"11020009" "D" "2" "R88-451-30-35 "
“"i11020%1@" “D" "2" "R88-451-35~40 "
"11020011" "D" "2" "R88-451-40-45 "
“11020012" "D" "2" "RB8-451-465~50 "
"11020013" "D" "2" "R88-451-50-55 "
"11920014" "D" 2" "RB88~-451-55-60 "
"110z20015" "p" "2" "RBB~-451-60-65 "
“11020016" "D* "2" "R88-451-65-70 "
*11020017" D" "2" "R88-451~70-75 "
"i11e29013" "D" "2" "RB8B-451-75-80 "
“1102@919" "D "2" "R88-451-80-85 "
"l1i1ez2ee20' D" "2" YR88-451-85-90 "
"i11e2e021" "0O" "2" "“R88-451-90-95 "
*"11020022" "D "2" "RB88-451-85-100 "
"11020023" "D" "2" "R88-451-100-185 o
"11020024" "pD" "2" "R88~451-~105-1190 "
"11020e2%' “p" "2" "R88~451-110-115 "
"11020026" "“D" "2" "R88-451-115-120 "
"11020027" "D" "2" "R88-451-120-125 “
"11620028" “D'" "2" "RBB8-451-125-130 "
“11020031" "D" "2" "R8&~451-130-135 "
"11020032" "D "2" "R88-451-135-140 "
"11620033" "p" "2" "R88-451-140-145 "
"1102@034" D" "“2" "RBB-451-145-150 "
"1102063%" "bD" "2" "RB88-451-150-155 "
"11020636" "D "2" "RBB-451-155-1690 "
"11020837" "D" "2" "R8B~451~160-165 "
"110209038" "D" "2" "R88~451-165-170 "
"116200639" "pD" "2" "R88~451-170-175 "
“11020040" “D" "2" "RBB~451-~175-180 "
"110620041" "D" "2" "R88-451-180-185 "
"110209042" "D" "2" "RBB-~451-185-190 "
"11020643" "D" "2" "R88-451-~1980-195 "
"11020044" "D" "2" "R88-451-195-200 "
"11020045" "“D" "2" "R88-451-200-205 "

N

RENCE s

+uplimtg®
-lolmt

COMMENTS"
Results Reported "

Aull
0.014
0.002

-0.002
©.004
2.0065
0.006
0.007
0.007
0.008
®.008
©.009
2.009
9.007
©.011
2.014
¢.025 —
2.012

~-0.002

-0.002
0.003
2.004

-0.002

~-0.002
0.003
®.210
0.004

-0.002

~-0.062

-0.002

-0.002

-0.002

-0.002

~-0.0062
2.903
.618
0.024

-0.0602
©.003
0.005

-0.002
G.030—

20/09/88"

NONE LISTED

(ie not detected)"




"ll1020047"
"11020948"
"11020049"
"11020050"
"11020051"
"11020052"
"11620053"
"11020056"
"11020057"
"11020058"
"11020059"
"11020060"
"1102@e61"
“11020062"
"11020063"
"11920064"
"110206065"
"il1e2@066"
IIEND"

UIDII
IIDII
llDll
OIOII

.II D "

IID“
IlDll
IIO!I
llDIl
llo!l
HDII
IlDll
llDl‘
“0"
llDll
HDII
IIDH
llDll

HZH
I‘I2|l
HZH
ll2||
Il2ll
ll2ll
ll2!l
II2II
ll2ll
|l2ll
l|2ll
ll2ll
NZH
ll2ll
ll2“
ll2ll
ll2|l

"R88-451~210-215
"RB88-451-215-220
"RB88-451-220-225
"RB8-4651-225-230
"R88-451-230-235
"R88-451-235-249
"R88-451-240-245
“"R88-451~-245-250
"R88-451-250-255
"RB8—-451~-2565-269
"R88-451~-260~-2656
"R88-451~265-270
"R8B~-451-270-275
"R88-451~-275-289
"RB8-451-2806-285
"RBB—-451-286-299
"R88-451-290-295
"RBB-451-295-300

0.007
-0.002
~0.002
~0.002
-0.002
-0.002
-0.002
~0.002
~0.002
-0.002
~0.002
~0.002
-0.002
-0.002
-0.002

©.003

0.003

©.005



T === -
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wFrTLEY 26-10-88 08:15:11 098-1101  J. BARRON 21/09/88"
WCLIENT BROHM MINING CORP. B
WPROJECT NONE LISTED $#SAMPLES: 6@ REFERENCE: NONE LISTED

“"SPECIAL VALUES"

" IS Insufficient Sample"”

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

“ values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @1 Au FA OPT 60 0.002 99.999 Results Reported "
"SAMPLE PREPS"

" 49 SAMPLE TYPE=D DRILL CORE "

" 41 P1L7= 60 Assay Prep "

Y 42 P64=1220 Excessive Wetness "

" 43 P23= 1 Sample Pickup "

"REMARKS"

" 50 FINAL RESULTS ARE REPORTED. "

W o¥e v e Wt

"FORMAT (AB,1X,A1,A1,1X,A20,1(1X,A7,A))"

"BEGIN " "Type" "Frac" "Sample ID" " AL
“11016001" "“D" "2" "RB8B-451-300-305 " 0.005
"11010002" "D" "2" "R88-451-305-310 " 0.011
"i11¢100065" "p" "2" "R88-451-310-31%5 " 0.012
"11¢10006" "O" "2" "R88-451-315-320 " 0.027 — 215 - 34%
“1101@007" "0" "2" "R88-~451-~320-325 " ©.043 —
“11010008" "D" "2" "RBB-451-325-330 " 0.021 — 3022
"11010008" "D" "2" "R88-451-330-335 " 0.014-
"110610010" "O" "2" "“"RB8B8-451-335-3490 " ¢.018-
"110100612" "“D" "2" “RB88-451-340-345 " 0.833 —
*11010612" "D" "2" "RB8B8-451-345-350 " 0.014
"110100123" "D" "2" "R8B-451-350-355 " 0.012
"11@16014" “D" "2" "RB8B-451-355-360 " 0.007
"110610015" "D" "2" "R88B-451-360-365 " 0.005
"l1le10016" "D'" "“2" "R88-451-365-370 " -2.002
*l11010017" "O" "2" "R88-451-37@-37% " -0.002
“11e19918" "D" "2" "R88-451-375-38¢0 " 2.010
"11010018" “D" "2'" "R88-451-386-385 " 0.002
“11910020" "D" "2" “RBB8-451-385-3990 " 0.005
"i1i@10021" "D" "2" "R88-451-390-38% " 0.004
"110190022" "D" "2" "RB8-451-395-400 " -0.002
"11016023" "D'" "2" "R88-451-400-4065 " -0.002
“1101900624" "D" "2" "RB88-451-405-410 " 0.006
"11010025" "D" "2" "R88-451-418-41% " 0.0062
"11010026" "D "2" "“"R88-451-415-420 " 2.006
"11610027" "D" "2" "R88-~451-420-42%5 " 6.004
"11910030" "D'" "2" "R88-451-425-430 " 0.003
"“11010031" "D" "2" "R88-451-~430~-435 " 0.003
"11010032" "Dp" "2" "R88-451-435-449¢ " -0.002
"110100633" "D" "2" "R88-451-440-445 " -9.002
"11010034" "D" "2" "R88-451-445-450 " -0.002
“11010035" "D'" "2" "R8B-451-450~-455 " -0.002
“11010@36” HOII l02|| HR88_451_455_460 " Q'OQS
"11610637" "D" "2" "R88-451-460-465 " -0.002
“11010038" "D" "2" "R88-451-465-470 " 0.007
“i1ie1ee39" "D" "2" "RBB8~451-470-475 " e.007
"11916040" “"D" "2" "R88-451-475-480 " 0.010
"1101@€041" "D" "2" "R88~-451-480-485 " 6.013
"11910042" “D" "2" "R88-451-485-49¢ " 0.934 —
"110100643" "0 "2" "RB88-451-480-495 " ©.627 —
"*118100644" "D" "2" "RB8B-451~-495-500 " 0.021—
"11610045" "D" "“2" "R88-451-5006-505 " 0.022 —
"112010046" "D" "2" YRBB~-451L-505-510 " 0.111—
- "110100647" "D" "2" "RB8-451-510-515 " 0.021 —



“livlvwv4an WY TZ£7 TREW=4DL=-DLO~0LY vg.vus \
"110310049" "D" "2" "RB8B8-451-520-525 " 0.008 |
"110fWﬁ50“ “p" “2" "RB88-451-525-530 " 0.004

"l1iel1ee51" "D' 2" "R8B~-451-530-535 " -0.002

"11¢10052" .'D" "2" "RB8B-451-535-540 " 0.016

"110816055" "D" "2" "R88-451-540-545 " $.005

"11010056" "D" "2" "R88-451-545-550 " 0.006

"11010057" "D" "2" "R88-451-550-555 " 0.013 |
"11010058" "Op" "2" "R88-451-555-560 " 0.008

“11@1e@059" "D" "2" "RBB-451-560-565 " 0.004

“1i1el1e060" "D" "2" "RBB-451-565-~570 " 2.003

"11010061" "D" "2" "RBB8-451-~570-575 " 0.006

"119010062" "D" "2" "RB8B-451~-575-580 " ~-0.902

"11010063" "D" "2" "RBB-451-580-585 " ©0.0063

*11010064" "D" "2" "R88-451-585-599 " ©.010

"11010@65" "D" "2" "RBB-451-598-5956 " ¢.032 —

"110610066" "D" "2" "RBB-451-595-600 " 0.002

"END"



“TITLE 20~10-88 13:40:10 098-1106 J. BARRON 21/09 /88"
"CLIENT BROHM MINING CORP. "

"PROJECT NONE LISTED $#SAMPLES: 52 REFERENCE: MONE LISTED "
"SPECIAL VALUES™

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 01 Au Fa OPT 52 0.002 99.999 Results Reported "
“SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE "

" 41 P17= 52 Assay Prep "

" Q2 P64=1215 Excessive Wetness "

" 43 P23= 1 Sample Pickup "

"REMARKS"

" 5@ FINAL RESULTS ARE REPORTED. "

1P W R W I

“FORMAT (AB,1X.AL,A1,1X,A20,1(1X,A7,A1))"

"BEGIN " “Type" “Frac" "Sample ID" " Aur
“1l1e60001" "D" "“2" ""RB8-451-600-605 ! ©.004
“"ile60002" "D" "2" "RB88-451-605-610 ! @.015
“1ie60003" "D" "2" "RBB8-451-610-615 " @.010
"11060004" "D" "2" "R88-~461-615-620 " 9.012
"l1e6@005" "0O" "2" "REBE~-451-620-625 " ©.012
"1l10600e6" "D" "2" "RB8-451-625-630 " -0.002
"i1l1e60@0e7" "D" "“2" "R88-451-630-635 " .019
"i1le6001e" "D" "2" "RB8-451-635-640 " @.012
"1ie60011" "D" "2" "R88-451-640-645 " ©.020—
"lie60012" "“D" "2" "RB88-451-645-650 " ©.025—
"i1i1e60613" "O" "2'" "R88-461~650-655 " 0.023—
"11060014" 0" "2" "RB8-451-655-660 " 0.006
"11060016" "D" "2" "R8B-451-660-665 " 2.005
"i11060016" "D" "2" "RBB8-451~665-670 " 9.005
"11660017" "D'" "2" "RB88~451-670-675 " G.007
“l1106¢013" "D" "2" "R88-451-675-630 " 0.012
"1l1e60018" "D" "2" "RB8-451-680-685 " -0.002
"11060020" "D" "2" "RB8-451-685-690 " 2.005
"11e66@21" "D'" "2" “RB8B-~451-690-695 " ©.019
"11060022" "D" “2" "RB88-451-695-700 " 0.006
"l1leee0@23" "D" ©"2" "R88-451-700-705 " 8.002
"11060024" "D" "2" “RB8B8-4851-705-710 " e.011
"l1l1060@25" "D" "2" "RBE-451-716-715 " ©.005
“1ie60026" "D" "2" "R88-451-715-720 " 0.006
“l1i06@027" "D" "2" "RBB8-451-720-725 “ ©.003
"1i1e60028" "D" "2" "R88-451-725-730 ! ©.006
"11060028" "D" "2" "RBB-451-738~735 " @.004
"l1000030" "D" "“2'" "R88-451-735-740 " ~-0.002
"11060031" "D" "2" "RB8-451-740-745 " -0.0602
“lie6@e32" "D" "2" "RB88-451-745-750 " ~-0.002
"110600635" "D" "2" "RB88-451-750-755 " -0.002
"l1l1es50036" "D" "2" "RBB8-451-755~760 " -90.002
"l11660037" "D" "2" "R88-451-760-765 ! ~-0.002
"11960038" "D" "2" “"RB88-451-765-778@ " -9.002
"110600398" "D" "2" "RB8-451-770-775 " -6.002
"11060040" "D'" "2" "R88~451-775-780 " -0.002
"110600641" "D" "2" "RB88-451-786-785 " ®.007
"11e60@42" "D" "2" "RBB~451-785-790 a -0.002
*l1l1e60043" "D" "2" "R88-451-796-795 " -0.002
"l110060044" "D" "2" "R88-451-795~800 " 9.018
"i1i1060045" "D" "2" "RB88-451-806-805 " ®.008
"ll1060048" "D" "2" "RBE-451-805-810 " 0.016 ?/0’535.

— et A o 0T DI 1M DO AL A O 0 O A4 LA™Y (Y S ,J



i "i1l1@60048" "D" "2" "RB8B~451-~815-820 " b.012~ 8lo-8 35

"11060048" "D" "2" "RBB-451-820~825 " 0.027— ,
, "lie6ees5e" "D" ."2" "RBB-451-825-830 " 0.0614- s e
© *11060051" ."D" "2" "R88-4651-830-835 " 9.023 —

"11960052" "D" "2" "R88-451-835-840 " ©.002

"1106@053" "D" "2" "R88-451-840-845 " 2.008

“11060054" "D" "2" "RB88-451-845-850 " 2.004

"11¢60055" "D" "2" "R88-451-850-855 " 2.004

“"i11e60056" "D'" "2" "R8B8-451-855-860 ! 2.005

"END"
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- g =
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o o - g " = w Massive, Disseminated,
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